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HEAD OFFICE
No. 2:15, Mikagetsuka-machi
1-chome, Higashinada-ku,
KOBE 658-0044, JAPAN
TEL:(078)841-4990
FAX:(078)841-5114

REPORT NO.AK24-71-0014-2

NIPPON YURYO KENTEI KYOKAI

YOKOHAMA OFFICE

No. 2-34, Nagatami i
(JAPAN OILSTUFF INSPECTORS' CORPORATION) o e ings s s i

OFFICTAL ORGANIZATION REGISTERED TO THE JAPANESE YOKOHAMA 232-0073, JAPAN

TEL:(045)722-3609
MINISTRY OF HEALTH, LABOUR AND WELFARE FAX-(045)722-3640

Kobe, May 31, 2024

CERTIFICATE OF ANALYSIS

The following sample was tested in our laboratory, and the results were given as below :

Applicant

Sample Description

Received Date

HORI METAL LEAF & POWDER CO.,LTD.
Silver Leaf
May 9, 2024 (Presented sample)

RESULTS OF ANALYSIS
NUMBER OF INSPECTION
FIRST TIME SECOND TIME THIRD TIME
TEST ITEMS
SILVER 99.3% 99.4% 99.3%
Conformity Conformity Conformity
Total-Copper
(under 0.005%) (under 0.005%) (under 0.005%)
Conformity Conformity Conformity
Total-Iron
(under 0.005%) (under 0.005%) (under 0.005%)
Method Voluntary standard of existing food additives
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This report is certificated only on the sample tested. e
When you place this certificate elsewhere, please receive the approval of our association.




